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A04-22Port Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

RUNWAY
AAC

01/01/1999 P 75.00 292,500.00 SqFt

Comments

FtLength: 3,900.00 Ft
(RWY 04-22)

01/01/1999 Overlay - AC Thin (Major MR)OL-AT ODOT 404True1.50
01/01/1999 Coat - Tack (Layer Construct)CO-TA crack seal under tack coatTrue
11/09/1989 Crack Sealing - ACCS-AC $0 False0.00
10/18/1983 Overlay - AC ThinOL-AT $0 ODOT 404True1.25
10/18/1983 Coat - Tack (Layer Construct)CO-TA ODOT 407True
11/09/1970 Overlay - AC Thin (Major MR)OL-AT $0 Leveling Course                    ODOT 403True9.65
11/09/1970 Overlay - AC StructuralOL-AS $0 Asphalt Overlay.                   ODOT 404True1.00
01/13/1966 New Construction - AC (Major MR)NC-AC $100,000 ODOT 402True1.50
01/13/1966 Base Course - Aggregate (Layer Construct)BA-AG ODOT 304True6.00
01/13/1966 Subbase - Aggregate (Layer Construct)SB-AG ODOT 310True5.00
01/13/1966 Coat - Prime (Layer Construct)CO-PR ODOT 408True

AAPRONPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

APRON
AAC

11/21/1988 T 0.00 28,370.00 SqFt

Comments

FtLength: 0.00 Ft

(APRON)

11/21/1988 Overlay - AC StructuralOL-AS $0 True1.25

BAPRONPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

APRON
AAC

10/01/1998 T 0.00 24,800.00 SqFt

Comments

FtLength: 0.00 Ft
(APRON)

10/01/1998 Cold Milling (Layer Construct)MI-CO $2,996 True
10/01/1998 Overlay - AC Thin (Major MR)OL-AT $15,495 ODOT 404True1.50
10/01/1998 Crack Sealing - AC (Localized MR)CS-AC $314 False
10/01/1998 Coat - Tack (Layer Construct)CO-TA $70 ODOT 407True
11/21/1988 Overlay - AC StructuralOL-AS $0 True1.25

CAPRONPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

APRON
AC

10/01/1995 S 200.00 27,000.00 SqFt

Comments

FtLength: 135.00 Ft
(APRON)

10/01/1995 Base Course - Aggregate (Layer Construct)BA-AG $14,305 ODOT 304True6.00
10/01/1995 Base Course - Bituminous (Layer Construct)BA-BI $10,705 ODOT 402True2.00
10/01/1995 Surface Course - AC (Layer Construct)SU-AC $9,494 ODOT 404True2.00
10/01/1995 Coat - Prime (Layer Construct)CO-PR $1,594 ODOT 408 IN GAL.True
10/01/1995 Subgrade - Compacted (Layer Construct)SG-CO 203True
10/01/1995 Initial ConstructionINITIAL True

AT/HANGARPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AC

01/13/1963 T 20.00 12,200.00 SqFt

Comments

FtLength: 610.00 Ft
(T/HANGAR STREETS)

01/13/1963 Initial ConstructionINITIAL True

BT/HANGARPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AC

01/13/1963 T 20.00 6,200.00 SqFt

Comments

FtLength: 310.00 Ft
(T/HANGAR STREETS)

01/13/1963 Initial ConstructionINITIAL True
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CT/HANGARPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AC

01/13/2005 T 20.00 5,360.00 SqFt

Comments

FtLength: 281.00 Ft
(T/HANGAR STREETS)

01/13/2005 Initial ConstructionINITIAL $0 True0.00

DT/HANGARPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AC

01/13/2006 T 20.00 8,330.00 SqFt

Comments

FtLength: 384.00 Ft

(T/HANGAR STREETS)

01/13/2006 Initial ConstructionINITIAL $0 True0.00

ATWYPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AAC

10/19/1995 S 50.00 4,000.00 SqFt

Comments

FtLength: 80.00 Ft

(TAXIWAY)

10/19/1995 UNKNOWNUNKNOWN True

BTWYPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AC

11/21/1988 S 35.00 27,440.00 SqFt

Comments

FtLength: 784.00 Ft
(TAXIWAY)

11/21/1988 Surface Course - ACSU-AC $0 True1.25
11/21/1988 Subbase - BituminousSB-BI $0 True1.50
11/21/1988 Base Course - AggregateBA-AG $0 True8.00

CTWYPort Bucyr Branch: Section:Network:

Work
Date

Use:
Surface:

L.C.D.: Rank: Width: True Area:

Work
Description

Work
Code Cost

Major
M&R

Thickness
( in)

TAXIWAY
AC

11/09/1989 S 0.00 59,255.00 SqFt

Comments

FtLength: 0.00 Ft

(TAXIWAY)

11/09/1989 Subbase - BituminousSB-BI $0 True1.75
11/09/1989 Base Course - AggregateBA-AG $0 True8.00
11/09/1989 Surface Course - ACSU-AC $0 True1.25
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Thickness STD
(in)

Thickness Avg
(in)

Area Total
(SqFt)

Section
CountWork Description

Base Course - Aggregate 86,695.00 8.002 .00
Base Course - Aggregate (Layer
Construct)

319,500.00 6.002 .00
Base Course - Bituminous (Layer
Construct)

27,000.00 2.001
Coat - Prime (Layer Construct) 319,500.002
Coat - Tack (Layer Construct) 609,800.003
Cold Milling (Layer Construct) 24,800.001
Crack Sealing - AC 292,500.00 .001
Crack Sealing - AC (Localized MR) 24,800.001
Initial Construction 59,090.00 .005 .00
New Construction - AC (Major MR) 292,500.00 1.501
Overlay - AC Structural 345,670.00 1.173 .14
Overlay - AC Thin 292,500.00 1.251
Overlay - AC Thin (Major MR) 609,800.00 4.223 4.71
Subbase - Aggregate (Layer
Construct)

292,500.00 5.001
Subbase - Bituminous 86,695.00 1.622 .18
Subgrade - Compacted (Layer
Construct)

27,000.001
Surface Course - AC 86,695.00 1.252 .00
Surface Course - AC (Layer
Construct)

27,000.00 2.001
UNKNOWN 4,000.001

Summary:


